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NFRC 103 ballot
R&T Committee- Thermophysical Properties SC
	Company Name, Rep Initials
	AC/NEG
	Section and/or Page #
	Comment/Alternate Language
	Resolution

	Cardinal
	NEG
	
	Rigor of flowcharts in Appendix A & B are too complex and too time consuming.
Has "generic" data in 101 been tested against the complexities of Appendix B?
	

	Polar Seal
	NEG
	
	??
	 

	QTI
	AC
	2.5.1.
	· Manufacturers may group new materials with the material from the same category provided that its conductivity is lower 


	 

	Anderson
	AC
	
	Proprietary material verification process takes too long (28 days) - even more so now with an Interlaboratory Comparison requirement for "new "labs.  Need to find a way to shorten this process.
	


Legend:


AC – Approve with Comment


NEG –Negative response with Comments








�There is no good reason to limit the difference in conductivity, if the manufacturer wants to take the hit they should be able to. In some cases the actual 20% difference may in itself be insignificant.





